بررسی اثر " chemical surface treatment " برروی پست های فایبر گلاس وعاج دندان ، در افزایش مقاومت به شکست دندان های درمان ریشه شده 
چکیده:
 بيان مسئله:  جهت افزايش قدرت اتصال رزین های کامپوزیتی با عاج دندان و پست هاي فايبرگلاس روش هاي گوناگونی معرفي شده است. تا كنون تأثيرتغییرات سطحی با روش هاي شيميايي بر روي پست هاي فايبر گلاس و عاج ريشه اي بطور توأم و همچنين اثر آن ها بر افزايش مقاومت در برابر شكست دندان هاي درمان ريشه شده بررسي نشده است. 

هدف  :تعیین اثر  chemical surface treatment  برروی پست های فایبر گلاس وعاج دندان ، در افزایش مقاومت به شکست دندان های درمان ریشه شده و بازسازی شده با پست های فایبر گلاس و کور کامپوزیتی

مواد و روش ها: در این مطالعه کاربردی 50 دندان پرمولار به 5 گروه 10 تایی تقسیم شدند. پس از حفظ 2 میلیمتر فرول تاج ها بریده شدند . بعد از درمان ریشه در یک گروه فقط بازسازی کورکامپوزیتی انجام شد. در 4 گروه دیگربازسازی با  پست فایبر گلاس، با و بدون تغییر سطحی شيميايي بر روی عاج و پست یا هر دو، وسپس توسط کور کامپوزیتی انجام شد. مقاومت به شکست نمونه ها با دستگاه اینسترون و آنالیز آماری ANOVA مقایسه شد.
نتایج: در گروه های دارای پست میانگین نیروی شکست حدود347 نیوتن و در گروه بدون پست حدود687 نیوتن بود.آنالیز آماری نشان میدهد با 95% اطمینان تفاوت آماری معنا داری در گروه های دارای پست وجود ندارد. گروه بدون پست بطور معناداری مقاومت به شکست بالاتری-تقریبا دو برابر- نشان داد.

جمع بندی: تغییرات سطحی شیمیایی برروی پست های فایبر گلاس و برروی عاج دندان هر کدام به تنهایی و یا بطور توام ، سبب افزایش مقاومت به شکست نمیشود.ولی سبب استحكام كور شد. نوع غالب شكست، ايجاد ترك مايل در كورو باقيمانده تاجي بوده است.
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An in vitro study evaluating the effect of chemical surface treatments of glass fiber posts and dentin on the fracture strength of endodontically treated teeth 

Statement of Problem: Some methods have been investigated in order to improve edhesion between resin composites and FRC pos. The effect of chemical surface treatment of dentin and FRC posts on the fracture strength of endodontically treated teeth, have not been evaluated yet.

Purpose: To evaluate the effect of chemical surface treatments of glass fiber posts and dentin on the fracture strength of endodontically treated teeth.

Materials and methods: 50 premolar teeth divided to 5 groups, 10 specimens each. Tooth crowns were cut, leaving two mm of ferrule.  After RCT, group 1 is restored only with composite cores. Other 4 groups had FRC post with chemical surface treatment of dentin and/or post in combination with composite cores. Fracture strengths have measured and analyzed using Instron testing machine and ANOVA analysis.

Results: Mean fracture strength of post groups was 347 Lioton and the group without post was 687 Nioton. There was no statistical difference between post groups, but the group without FRC post showed significantly higher strength-about twice-than other specimens.

Conclusion: Chemical surface treatment of dentin and/or post had no positive effect on the fracture strength, but it reinforced the core buildup. Combined oblique fracture of core-dentin-root, was the dominant mode of failure.
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