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Introduction: The aim of this study was to compare the retention of carbon fiber posts and cast posts with composites packed into canals in endodontically treated teeth, in vitro.

Methods: The crowns of 30 speciements of extracted human premolars were removed 2-mm coronal to the CEJ and then endodontically treated. After the post space preparation in each group of ten, in the first group, carbon fiber posts and in the second group, cast posts were placed into the teeth. In the third group, composite was put incrementally,  in coronal 4-mm of the root canals. The speciements were then placed in the universal testing machine to evaluate the retention.
Results: Means of tensile loads to failure was about 367.00 (N) for carbon fiber posts and 132.00 (N) for cast posts. All composites packed in root canals were detached at the coronal parts of the teeth (2-mm coronal to the CEJ) from lower part, after tensile load.

conclusion: The carbon fiber posts had significantly greater retention than cast posts and the method used to place composite into root canal in third group had no strength against the tensile load.
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عنوان: مقایسه میزان گیر پست کربن فایبروپست ریختگی با کامپوزیت داخل کانال در دندانهای درمان ریشه شده(in vitro)
نام نویسندگان: دکتر ابراهیم امین صالحی، دکتر زهرا موسویان جهرمی
مقدمه::مقایسه میزان گیر پست کربن فایبروپست ریختگی با کامپوزیت داخل کانال در دندانهای درمان ریشه شده به صورت in-vitro 
روش ها :تاج 30 نمونه از دندانهای پرمولر انسان از 2 میلیمتری کرونالی   CEJقطع و مورد درمان ریشه   قرار گرفتند .پس از آماده سازی فضای پست در هریک از گروه های ده تایی، در گروه اول پست های کربن فایبرودرگروه   دوم، پستهای ریختگی قرار داده شد.در گروه سوم، کامپوزیت به صورت لایه لایه در 4 میلیمتری کرونالی کانال ریشه قرار داده شد. سپس نمونه ها در دستگاه اینسترون، مورد آزمایش گیر قرار گرفتند.                                                             
یافته ها: میانگین نیروی کششی جهت ایجاد شکست در پستهای کربن فایبر367.00 نیوتن، و در پستهای ریختگی132.00نیوتن بود.همه کامپوزیت های داخل کانال بعد از اعمال نیرو از ناحیه لبه دندان(2 میلیمتری)از کامپوزیت زیرین خود جدا شدند.                                                                                                                           

بحث و نتیجه گیری:پستهای کربن فایبر به صورت معنی داری مقاومت کششی بیشتری از پست های ریختگی داشتند و روش به کار گرفته شده در قرار دادن کامپوزیت داخل کانال،در گروه سوم، مقاومتی در برابر نیروی کششی نداشت.                     
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